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A three-dimensional (3D) finite element (FE) model is applied to predict the temperature evolution in the
laser welding of galvanized high-strength steels in a zero-gap lap joint configuration. A rotary Gaussian
volumetric heat source model is introduced to simulate the laser energy input. The temperature data
measured by thermocouples are used to verify the boundary conditions of the thermal model. The exper-
imentally verified finite element model is then used to predict the weld pool size and the area of vapor-
ized zinc at the faying surface. A feature parameter that represent the ratio of the zinc coated vaporized
area to the area of molten pool at the faying surface has been established. The acquired values of the fea-
ture parameters could be used to numerically estimate the weld quality with respect to the different laser
welding parameters. A series of tensile shear tests for the lap-jointed DP980 steel coupons has been per-
formed correspondingly. The experimental results show that failure load of lap joint of galvanized DP980
steel increases with a lower welding speed or higher laser power. It is found that there is a potential rela-
tionship between the area of vaporized zinc at the faying surface of lap joint of galvanized steel and the
final weld quality, and a decrease in the welding speed or increase in laser power mitigates to a certain
extent the defects caused by zinc vapor in the weld bead.

� 2011 Elsevier Ltd. All rights reserved.
1. Introduction

The automobile industry is increasing the usage of novelty
steels like galvanized high strength steels in car body manufactur-
ing due to their high corrosion resistance, high strength, and good
formability [1]. However, a series of new technical problems has
arisen in the laser welding of zinc coated steels in a zero-gap lap
joint configuration. The boiling point of zinc is 907 �C, which is sig-
nificantly lower than the melting point of steel (above 1500 �C). Ri-
bic et al. [2] reported that during the welding process, high
pressurized zinc vapor is easily generated at the faying surface
and vents out through the weld pool, resulting in blowholes and
porosity in the solidified weld bead. A number of experimental
techniques have been proposed to mitigate the effect of zinc vapor
in the laser welding of galvanized steels in a zero-gap lap joint con-
figuration. One technique is based on applying an appropriate gap
between the faying surfaces in order to evacuate the zinc vapor,
which has been studied separately by Imhoff et al. [3] and Akhter
et al. [4,5]. Another technique is based on redesigning the configu-
ration of the lap joint in order to release the zinc vapor before the
steel starts to melt, which has been introduced by Graham et al.
[6]. Mazumder et al. [7,8] introduced a thin copper sheet at the
interface of lapped sheets in order to form the Zn–Cu alloy before
ll rights reserved.
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the molten pool reaches the interface. Li et al. [9,10] placed an alu-
minum foil at the faying surface along the weld line to form the
Al–Zn compounds in order to decrease the zinc vapor pressure.
Gu and Mueller [11] added the gas tungsten arc welding process
as the second heat source to the laser welding of galvanized steels.
Kim et al. [12] separated these two heat sources and established a
relationship between the weldability and the process parameters
in the zero-gap lap-joint configuration. Yang and Kovacevic [13]
applied this procedure to weld galvanized dual-phase (DP) high
strength 980 steel in a zero-gap lap joint configuration. The exper-
imental study of the specific role of the shielding gas with variable
composition on the quality of weld in the laser welding of zero-gap
lap-jointed galvanized steel has been presented by Yang et al. [14].
By investigating hybrid laser/GMA welding of galvanized steels in a
lap joint configuration, Ribic et al. [2] concluded that a longer solid-
ification time allows the zinc vapor an easier escape from the inter-
face zone of the joint through the liquid phase. Considering an
enlarged weld pool has a longer solidification time, a larger weld
pool would allow the zinc vapor an easier escape from the pool.
However, a larger weld pool means an increase in the area of boiled
zinc, the larger area coated by zinc at the faying surface. This issue
needs to be further studied.

Because it is time-consuming and expensive to completely
depend on laboratory experiments, numerical analysis as a
cost-effective way has been adapted to investigate the temperature
field in the laser welding process. Mazumder and Steen [15]
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Fig. 2. The specimen for tensile shear test.
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developed the numerical model for the continuous laser welding
process by assuming a complete laser absorption on the surface
when the temperature exceeded the boiling point. Swift-Hook
and Gick [16] analytically developed the heat conduction model
by treating the laser beam as a moving line heat source. In addi-
tion, Dowden et al. [17] developed a model for the keyhole welding
under the conditions of a low welding speed. Lankalapalli et al. [18]
assumed the keyhole of the conical shape and a two-dimensional
heat conduction model was developed to predict the penetration
depth of the weld. Goldak et al. [19] proposed a three-dimensional
(3D) ‘‘double ellipsoid’’ heat source model based on the real molten
pool dimensions, which showed its suitability for modeling the
high power density welding processes. A ‘‘Gaussian rod’’ type vol-
umetric heat source was used by Frewin and Scott [20] and Chang
and Na [21] in their numerical model; however, the predicted
cross-sectional shape of the weld could not match the ‘‘nail-head’’
shape at the weld well. Du et al. [22] presented a combined heat
source model consisting of a Gaussian surface heat source and a
cylindrical heat source to describe the temperature field of the la-
ser welding. The former heat source is used to simulate the heating
effect of the laser-induced plasma, and the latter one is introduced
to consider the laser generated keyhole absorption. Wu et al. [23]
established a rotary Gaussian volumetric heat source model, show-
ing that they could achieve more accurate simulation of the tem-
perature distribution in the laser welding. It would be very
interesting to numerically explain the effect of zinc vapor on the
weld quality. Dasgupta et al. [24] developed a 3D numerical model
to predict the zinc vaporization in the keyhole on the heat transfer
and fluid flow in the CO2 laser welding of galvanized steel for lap
joint configuration. However, the zinc vapor diffusion through
the liquid zone of the molten pool has been ignored. Loredo et al.
[25] developed a numerical model to optimize the process param-
eters with the limited number of experimentations during the zinc
ablation process in a zero-gap lap joint configuration. However,
there are only few similar numerical studies that have taken in
consideration the effect of the zinc vapor on the welding of galva-
nized steel in a zero-gap lap joint configuration.

To better understand the influence of various welding parame-
ters on the temperature distribution during the laser welding of
galvanized steels, the numerical method is carried out to predict
the area of weld pool and the area of vaporized zinc at the faying
surface of lap joint by using a rotary Gaussian volumetric heat
source. Here the zinc coating thickness is assumed to be constant.
Experiments of laser welding of galvanized steels in a zero-gap lap
joint configuration are performed with the measurement of the
temperature histories by the thermocouples. The experimentally-
verified thermal analysis results are then used to predict the
Fig. 1. Experimental setup.
geometry size of weld pool and the vaporized zinc at the faying
surface of the lap joint of galvanized steel with different welding
speeds and laser powers. A series of experiments has also been
performed correspondingly to study the influence of the laser
power and the weld speed on the weld quality of DP980 steel in
which a high-speed CCD camera, assisted with a green laser as
the illumination source, is used to monitor the behavior of the
molten pool in real time. The whole simulation is carried out by
using ANSYS Parametric Design Language (APDL).
2. Experimental setup

A fiber laser of 4 kW in power is used to perform the weld of gal-
vanized steel. The laser welding head has a focused spot of 0.6 mm in
diameter. The experimental setup that consists of the fiber laser and
a 6-axis high precision robot is shown in Fig. 1. The clamps are used
to fix both ends of the coupons. The pure argon is employed as side
shielding gas to mitigate the laser-induced plasma and to protect the
molten material against corrosion. The gas flow rate is set at 30 stan-
dard cubic feet per hour (SCFH). A robotic control panel is used to
control the welding path and to implement the welding procedure.
A high-speed CCD camera with a frame rate of 4000 per second is
used to monitor the behavior of the molten pool in real time, and a
green laser with the band pass of 532 nm at wavelength is selected
as the illumination source. The base material used in this study is the
galvanized high strength DP980 steel. The two-sheet stack-up cou-
pons are cut by an abrasive water-jet cutting system with the
dimensions of 72 mm � 46 mm � 1.2 mm and 72 mm � 46 mm �
1.5 mm. The 1.2-mm thick sheet is selected to be the top sheet and
the 1.5-mm thick sheet is placed at the bottom. The two metal sheets
are then tightly clamped together during the laser welding process,
and a zero gap is assumed to be achieved. The thermocouples are in-
stalled near the weld area to record the temperature history. Fur-
thermore, the tensile shear tests are carried out to evaluate the
Fig. 3. Schematic of rotary-Gaussian body heat source model [23].



Fig. 4. Schematic view of the dimensions of the meshed coupon: (a) general view, (b) close-up of weld zone, and (c) the zinc coating at the faying surface.

Fig. 5. Schematic view of numerically predicted keyhole and molten pool and heat
distribution along the faying surface in FE model.
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Fig. 6. The mesh convergence parametric study.
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Fig. 7. Flowchart of numerical simulation procedure.
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strength of the welds. The coupons for testing are cut by the abrasive
water jet machine (see Fig. 2). In addition, the coupons with
cross-section of the weld bead are polished and etched by standard
metallographic procedure in order to perform the metallographic
study.

3. Finite element modeling

3.1. Basic assumption

In order to reasonably simplify the finite element thermal anal-
ysis of laser welding of galvanized steel sheets in a lap joint config-
uration, some basic assumptions have been applied as follows:

(1) The fluid flow in the molten pool is ignored.



Fig. 8. Thermal-physical properties of (a) Zinc [28] and (b) DP980 steel [29].

Fig. 9. Temperature contours evolution in the welding process: (a) t = 0.04 s, (b) t = 3.52 s, and (c) t = 5.2 s, and in the cooling phase (d) t = 6.38 s, (e) t = 8.28 s, and (f)
t = 12.08 s.
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(2) The heat input from laser irradiation obeys a rotary Gaussian
volume distribution, which was introduced by Wu et al. [23].

(3) The influence of zinc vapor diffusion on the thermal proper-
ties of weld zone is ignored.

3.2. Governing equation

The quasi-steady state temperature field during the laser weld-
ing is governed by the following equation:

q
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where q is the density, cp is the specific heat, T is temperature, t is
time, k is thermal conductivity, and x, y, z, are Cartesian coordi-
nates; _qlaser is the laser radiation induced volume heat input given
by Wu et al. [23] shown in Fig. 3:
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9gQ
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where Q is the nominal power of the laser beam, g is the absorption
coefficient, y varies from 0 to H, H is the depth of weld, v is the
welding speed, and r0 is the effective radius of the volumetric heat
source on material surface.



Fig. 10. (a) Temperature evolution at three characteristic locations and (b) the comparison of numerically predicted and experimentally measured temperature at 4.55 mm
from the weld center line at the top surface.

Fig. 11. Comparison of the numerically predicted and semi-experimentally esti-
mated cross-sectional views of keyhole boundary [18,31].
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The boundary conditions for thermal analyses are as follows:

At the symmetric plane;
@T
@x
¼ 0 ð3Þ
At the other work piece surfaces; � k
@T
@n

� �
¼ aTðT � T1Þ ð4Þ

where T1 is the ambient temperature, aT is the combined heat
transfer coefficient, and n is the normal outward vector to the
surface of specimen.
Fig. 12. (a) Numerically predicted heat transfer distribution at the top surface and (b) co
side) cross-sectional views of weld bead at the I–I section marked in (a).
3.3. Numerical procedure implementation

The dimension of the model is shown in Fig. 4a. Only halves of
the two welded plates are selected to be modeled by using the
symmetry of the geometry and loads. A non-uniform finite element
(FE) mesh is used to save computational cost. As shown in Fig. 4b, a
dense mesh is used in part 1 to assure a good numerical accuracy, a
much coarser mesh is adopted for part 3, and a free mesh is used
for part 2 in order to connect the other two parts. Part 1 is meshed
with a 20-node hexahedral element (SOLID90), a 10-node tetrahe-
dral element (SOLID87) is used for part 2, and an 8-node hexahe-
dral element (SOLID70) is used for part 3 [26]. As shown in
Fig. 4c, the zinc coating at the faying surface is also taken into
account in the FE mesh by using the same mesh density as in the
neighboring steel zone. The thickness of zinc coating at the steel
surfaces is set at 0.025 mm in the FE model.

An APDL based subroutine is written to simulate the melting and
vaporizing areas of the metal and zinc coating at the faying surface of
two steel sheets respectively. Fig. 5 shows the temperature distribu-
tion in the FE model and along the faying surface acquired from the
simulation results. From the temperature distribution profile, the
isotherms that corresponds of the boiling point (2800 �C) and the
melting point (1500 �C) of the DP980 steel denote the keyhole and
the melted steel boundary, while the region between the isotherms
that represent the zinc boiling point (907 �C) and the steel melting
point indicates the vaporized zinc zone.
mparison of the numerically predicted (left side) and experimentally obtained (right



Fig. 13. The schematic view of the zinc vapor escape through the liquid phase of the
molten pool at the faying surface.
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According to Gross’s work presented in the book edited by
Dowden [27], the independence of the grid is very important to
the accuracy of numerical simulation; however, it is usually
ignored. In this study, several levels of meshes (element numbers
varying from 10,000 to 70,000 in scales of width, length and depth)
are chosen for checking the effect of mesh size on the convergence
of computations. A mesh convergence parametric study is carried
out. As shown in Fig. 6, the simulated temperature data become
independent on the mesh density after 45,000 elements. Thus, a
mesh of over 55,000 elements is chosen in this study. Nearby
and along the welding line area, the elements at the top and bot-
tom sheets have the dimensions of 0.3 mm � 0.2 mm � 0.1 mm;
the elements of the zinc coating at the faying surface have the
dimensions of 0.3 mm � 0.2 mm � 0.05 mm.

The simulation procedure is shown in Fig. 7. First, the computer
aided design (CAD) model of galvanized steel sheets placed in a
zero-gap lap-joint configuration is built by taking the zinc coating
into consideration. The density of zinc is 7140 kg/m3, and the den-
sity of DP980 steel is 7842 kg/m3, while the thermal conductivity,
(a) Small molten pool 
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Fig. 14. The dynamic behavior of the molten pool acquired under different welding para
2.0 kW, welding speed of 5 mm/s at different time steps during the welding process.
k, and the specific heat capacity, cp, are temperature dependent
which are presented by Yang’s dissertation [28] and American Gal-
vanizers Association [29] as shown in Fig. 8. Considering that a high
temperature gradient is located at the welding area, a finer mesh is
chosen near and inside the weld zone. Then the thermal boundary
conditions, and the rotary Gaussian volumetric heat source model,
are defined to simulate the temperature profiles. Based on the sim-
ulation results, the area of the zinc boiling zone versus the molten
pool area can be acquired.

4. Results and discussion

4.1. Temperature field of laser welding of galvanized steel

The Gaussian rotary heat source is used to simulate the temper-
ature field in laser welding of galvanized steel in a zero-gap
lap-joint configuration. The welding parameters are selected as
follows: the laser power Q is 1.4 kW, according to Kawahito et al.
[30] the absorption coefficient g is 0.88, the effective radius of
the volumetric heat source on material surface r0 is 1.25 mm, the
welding speed v is 5 mm/s, and the pure argon is chosen as side
shielding gas and set at the flow rate of 30 SCFH. Fig. 9a–f shows
the temperature distribution in the welded samples at different in-
stances. SMN and SMX correspond to the minimum and maximum
temperature acquired in the simulation results respectively. The
peak temperature which is beyond the steel boiling point
(2800 �C) is defined as keyhole area. It can be shown that a higher
temperature gradient is located at the welding line. During the
cooling phase, the temperature of the weld zone is gradually
reduced until reaching room temperature.

The temperature histories of three marked characteristic
locations (A, B, and C) are shown in Fig. 10a. Fig. 10b shows the
comparison of the numerically modeled temperature distribution
with respect to the measured temperature by thermocouples at
the point located at 4.55 mm from the weld center line at the top
(b) Large molten pool 
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t=6s

meters: (a) laser power of 4.0 kW, welding speed of 30 mm/s, and (b) laser power of



(a) Laser power 2.0 kW (b) Laser power 2.2 kW 

(c) Laser power 2.4 kW (d) Laser power 2.6 kW 

Fig. 15. The vaporized zinc area versus steel melted area at the faying surface with different laser powers (welding speed: 10 mm/s).

354 J. Ma et al. / Materials and Design 36 (2012) 348–358
surface. It is shown that there is a good agreement between the
numerically predicted and experimentally measured results.

Fig. 11 shows the comparison of the numerically predicted
cross-sectional views of keyhole boundary and semi-experimen-
tally estimated cross-sectional views of keyhole. The numerically
predicted keyhole boundary is defined by the isotherm at the
DP980 steel boiling point. The numerically predicted result is ver-
ified by a semi-experimental model-based estimation through Eqs.
(5)–(7) based on the work of Lankalapalli et al. [18] and Moraitis
and Labeas [31].

w
r
þ b1 expð�k1PeÞ þ b2 expð�k2PeÞ þ b3 expð�k3PeÞ ð5Þ

r ¼ 2aPe
v ð6Þ

d ¼ gQ
jðTv � T0Þ

1
ðC1 þ ðc2

2 ÞPeþ ðc3
3 ÞPe2 þ ðc4

4 ÞPe3Þ
ð7Þ
Fig. 16. Effect of the laser power on k.
where d is the keyhole depth, Q is the nominal power of the laser
beam, g is the absorption coefficient, Tv is the boiling temperature
of DP 980, T0 is the ambient temperate, w is the weld pool width, j
is the thermal conductivity, a is the thermal diffusivity, r is the key-
hole radius, v is the welding speed, c is the constant independent with
material, b and k are constants related to materials. Here, Q = 1400 W,
g = 0.88, Tv = 2800 �C, T0 = 25 �C, w = 3.3 mm, j = 65.3 W cm�1 �C�1,
a = 0.05 cm2 s�1, v = 5 mm s�1. From Eqs. (5)–(7), the Pe is found to
be 0.374, and then the semi-experimentally estimated keyhole depth
d is 2.03 mm, the semi-experimentally estimated keyhole radius r is
0.748 mm.

Fig. 12a shows the temperature distribution at the top surface,
where the boundary of the molten pool is defined by the isotherm
representing the temperature of 1500 �C. Fig. 12b shows the com-
parison of the isotherms across the cross-section of the weld bead
(a) Laser power: 2.0 kW

 (b) Laser power: 2.2 kW  

 (c) Laser power: 2.4 kW  

 (d) Laser power: 2.6 kW  

Porosity 

Fig. 17. Top view of the welds under different laser powers (welding speed:
10 mm/s).



(a) Laser power: 2.0 kW (b) Laser power: 2.2 kW 

(c) Laser power: 2.4 kW (d) Laser power: 2.6 kW 

Fig. 18. Micrographs of fracture section of weld of lap-jointed galvanized DP980 coupons under different laser powers (welding speed is set at 10 mm/s).

Fig. 19. The failure load versus laser powers for tensile shear testing of lap-jointed
galvanized DP980 coupons (welding speed is set at 10 mm/s).

(a) Welding speed 5 mm/s

(c) Welding speed 15 mm/s

Fig. 20. The vaporized zinc area versus steel melted area at the fayi
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obtained by numerical simulation (left side) with respect to the
heat marks across the cross-section of the weld bead (right side).
It is evident that there is a good agreement between these two sets
of results.
4.2. Prediction of vaporized zinc area at the faying surface and its
relationship to weld quality

As shown in Fig. 13, due to the isotherm of zinc boiling point
(907 �C), the highly-pressured zinc vapor is generated around the
molten pool. When welding of galvanized steels in a zero-gap lap
joint configuration, the zinc vapor will not have a direct way to es-
cape, but vent into the liquid phase zone of the molten pool, result-
ing in the spatters and blowholes. During solidification, the surface
(b) Welding speed 10 mm/s 

(d) Welding speed 20 mm/s 

ng surface with different welding speeds (laser power: 2.0 kW).



Fig. 21. Effect of the welding speed on k.
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tension of the liquid steel increases, and the blowholes cannot be
closed [32].

As shown in Fig. 14, the dynamic behavior of the large and small
molten pool at different time during the welding process are ac-
quired under different welding parameters. Due to the readily gen-
erating zinc vapor and its escape through the molten pool, a sever
fluctuation in the size of the molten pool is shown and the blow-
holes are formed (see Fig. 14a). However, the enlarged molten pool,
Fig. 14b, shows more stability. As mentioned previously [2], the en-
larged weld pool has a longer solidification time which would al-
low the zinc vapor an easier escape.

However, on the other hand, a larger weld pool means an in-
crease in the area of boiled zinc. The larger amount of the vapor-
ized zinc escaping through the weld pool, the easier the spatters
and blowholes are generated. Both the quantity of the zinc vapor
escaping through the molten pool and the size of the molten pool
will affect the weld quality. Therefore, a feature parameter (k) is
introduced in this study to describe the quantity of the zinc vapor
escaping through the molten material at the faying surface. Assum-
ing that the zinc coating thickness is constant, the feature param-
eter (k) could be represented by the ratio between the zinc coated
vaporized area (Azinc) to the molten pool area (Amelt) at the faying
surface:

k ¼ Azinc=Amelt ð8Þ

The larger the k is, the larger amount of the zinc vapor escaping
through the weld pool is, and the easier the spatters and blowholes
are generated. Therefore, the numerically acquired k value could be
used to estimate the weld quality with respect to different laser
welding parameters. In order to investigate the relationship
(a) Welding speed: 5 mm/s 

(b) Welding speed: 10 mm/s 

(c) Welding speed: 15 mm/s 

  (d) Welding speed: 20 mm/s 

Porosity 

Spatter Porosity 

Fig. 22. Top view of the welds under different welding speeds (Laser power:
2.0 kW).
between k and the weld quality, two simulations are carried out.
One case is studied to investigate the effect of laser power on the
k, and the other case is performed to investigate the effect of weld-
ing speed on the k. The verification experiments for these two cases
are carried out under the same laser power and welding speed as
used for the simulation analysis.

In the first case, the laser power is selected to be 2.0 kW,
2.2 kW, 2.4 kW, and 2.6 kW, respectively, while the welding speed
is set at 10 mm/s. Fig. 15 shows the zinc-coated vaporized area and
the steel weld pool area obtained by the numerical model de-
scribed earlier. When the laser power increases, both areas in-
crease but with different ratios of increase, resulting in a
decrease of the feature parameter (k) (Fig. 16). It means, although
the absolute amount of the vaporized zinc increased, the amount of
the zinc vapor escaping through the molten pool at the faying sur-
face decreases with the increase in the laser power.

At the same time, it could be found from the experimental re-
sults (as shown in Fig. 17) that the porosity in the welds decreases
(Fig. 17a–d); because the amount of the zinc vapor escaping
through the molten pool at the faying surface decreases with the
increase in the laser power. Resulting in less zinc vapor trapped
in the molten pool during welding process. Thus, the surface qual-
ity of the weld improves with the laser power increase. The corre-
sponding tensile shear test results (as shown in Figs. 18 and 19)
indicate that the internal pores decrease at the fracture section
and the failure loads of the welding joint increase. The quality of
weld is definitely improved with an increase in the laser power
when the welding speed is kept constant (10 mm/s).

In the second case, the welding speed is selected to be 5 mm/s,
10 mm/s, 15 mm/s, and 20 mm/s, respectively; while, the laser
power is set at 2.0 kW. Fig. 20 shows, that with an increase in
welding speed, the areas of the boiled zinc and the molten pool de-
crease with the different rates of change. There is a linear relation-
ship between the change in these areas and the welding speed. As a
result, the feature parameter (k) increases with an increase in the
welding speed (Fig. 21), which means an increase in the amount
of the zinc vapor escaping through the molten pool at the faying
surface. The surface quality of the welds obtained under different
welding speeds at a constant laser power suggests that the welding
speed of 5 mm/s provides an acceptable weld surface quality
(shown in Fig. 22). Because the weld pool formed under this rela-
tively low welding speed (around 5 mm/s) has an enlarged size and
a sufficient solidification time will allow the zinc vapor to escape
through it. The probability that the zinc vapor will be trapped in
the molten pool is obviously decreased. Moreover, it can be seen
from the fracture section that the internal pores increase with an
increase in the welding speed at a constant laser power (shown
in Fig. 23). The results of the tensile shear test of the welds ob-
tained by different welding speeds at the constant power of laser
suggests that the tensile shear strength of the DP980 welding joint
increases when the welding speed decreases (shown in Fig. 24).
However, according to the studies of Karlsson and Kaplan [33], if
the welding speed is exceedingly low, the other kind of weld defect
like sagging is possible to generate, which also needs to be avoided
in the welding process.

It could be concluded that the effect of the zinc vapor on the
quality of weld could be controlled by increasing the size of molten
pool and decreasing the quantity of zinc vapor or the area of zinc
coating that is heated up to the zinc boiling temperature along
the faying surface. The k parameter is verified to be a good indica-
tor for the optimization of the laser welding processing parameters
such as the laser power and the welding speed. In general, it should
be concluded that the lower value of the k parameter, means a de-
crease in the amount of the zinc vapor escaping through the mol-
ten pool, resulting in a better weld quality or less porosity in the
weld generated by the trapped zinc vapor.



(a) Welding speed: 5 mm/s (b) Welding speed: 10 mm/s 

(c) Welding speed: 15 mm/s (d) Welding speed: 20 mm/s 

Fig. 23. Micrographs of fracture section of weld of lap-jointed galvanized DP980 coupons under different welding speed (laser power is set at 2.0 kW).

Fig. 24. The failure load versus welding speeds for tensile shear testing of lap-
jointed galvanized DP980 coupons (laser power is set at 2.0 kW).
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5. Conclusions

An experimentally-based thermal FE model could be used to
predict the geometry of the keyhole and the area of the weld pool
in the laser welding of galvanized high strength steel DP980 in a
zero-gap lap joint configuration, in which a rotary Gaussian vol-
ume heat source distribution model is used to simulate the laser
energy input. There is a relationship between the ratio of the boiled
zinc area and the area of molten pool along the faying surface of lap
joint and the final weld surface quality. A feature parameter which
represents the amount of the zinc vapor escaping through the mol-
ten pool at the faying surface is introduced to represent the quality
of weld with respect to the laser welding parameters. The results
show that a lower welding speed or higher laser power can miti-
gate or reduce the weld defects in the weld zone caused by the
pressurized zinc vapor. A lower welding speed or higher laser
power can definitely mitigate the porosities in the welds thus
can consequently elevate the failure loads of the lap-jointed galva-
nized DP980 coupons.
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